
Hydrometer Analysis ReportMy Company Name
My Address

T o : Hazro Services
10501 Bar Trail
South Calloway

Jay Barker

P r o j e c t : Materials Testing
WESTCO - capping

Project Number: M06-04-3666
Report Number: 11
Report Date: June 07/06
Sampled By: EGT/CL
Tested By: EGT/JB
Sample Date: May 26/06
Date Received: May 26/06
Date Tested: June 01/06
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10.0000 100.0
5.0000 100.0
2.5000 100.0
1.2500 99.8
0.6300 98.4
0.3150 94.0
0.1600 80.8
0.0800 63.8
0.0447 47.5
0.0320 46.5
0.0231 42.4
0.0168 37.3
0.0124 36.2
0.0088 33.2
0.0063 32.1
0.0045 31.1
0.0032 29.1
0.0023 27.0

5.000 0.074 0.005
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Sample #10

Reporting of these test results constitutes a testing service only. Engineering interpretation or evaluation of test results is provided only on
written request.
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