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Optimum Max Dry
Oversize Moisture Density

(%) (%) (pcf)
0 11.5 123.3

10 10.5 136.3
20 9.5 152.4
30 8.5 172.8
40 7.5 199.6
50 6.5 236.1

Moisture Dry Wet
Content Density Density

(%) (pcf) (pcf)
5.7 114.0 120.5
7.0 115.7 123.8
9.9 120.7 132.7

11.0 123.0 136.5
14.2 118.7 135.5
15.9 115.4 133.7

Zero Air Voids @ 2.77 S. G.
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Reporting of these test results constitutes a testing service only. Engineering interpretation or evaluation of test results is provided only on
written request.
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