
Sieve Analysis ReportMy Company Name
My Address

T o : Sand City Works
328 Surf St.
Sable Office Building
Sand City

P r o j e c t : Material Testing - 2006
Strachan Rd Widening

Project Number: M06-04-3660
Report Number: 2
Report Date: 08-May-06
Sample Type: 25mm crush
Sampled By: EGT/MA
Source: South Rock Pit
Sample Date: 08-May-06
Date Received: 08-May-06
Date Tested: 08-May-06
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25.000 100.00
20.000 91.67
16.000 86.37
12.500 75.63
10.000 70.77
5.000 59.14
2.500 49.25
1.250 38.77
0.630 23.56
0.315 13.83
0.160 9.72
0.080 7.08

FM = 4.3

25mm crush

Reporting of these test results constitutes a testing service only. Engineering interpretation or evaluation of test results is provided only on
written request.
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